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% SAMPLE A | SAMPLE B
Test Method | Units |Accuracy 1.5 mm % Bam
Cellular structure um | +10% < 100 < 100
Colour Blue Blue
Density Gz-003 [Kg/m?| +10% 230 230
Water absorption (15 min) mgfcm + 10% 25 250
SATRA

Water absorption (8 h) TM6:1993 | Of + 10% 130 160
Water desorption (16 h) % + 10% 100 100
Temperature range .
ot Not applicable
Linear shrinkage after 7 " a
days at 70°C Yo | £ 10% 0 0
Elongation at break el % || 25% 180 160
Tensile Strength R kg || 2 5% 655 550
Tear Resistance UNE??“ N/mm| *5% 3.0 2.8
Resistance 150 20868 | cycles| +5% >400 >400
Compression stress p;';f.’l“;‘gis KPa | +10% 100 90

30 min % | *10% 21 28
Compression-Set . |BS-4443 Part| + 10%
(50%, 50C, 24h) 120 min | ™} vet 6a Yo 20 27

24 h % | *10% 19 26

The information submitted in this publication is based in our current knowledge and experience. In view of the many factors that may affect processing
and application, these data do not relieve processors of the responsibility of carrying out their own test and experiments; neither do they imply any legally
binding assurance of certain properties or off suitability for a specific purpose. It is responsibility of those to whom we supply our products to ensure that any
proprietary rights and existing laws and legislation are observed.

Diese Dokumentation dient der Information und ist rechtlich unverbindlich.Bei spe-
ziellen Anwendungen sollten Vorversuche im kleinen Mal3stab durchgefuhrt werden.



